Figures:
Fig.1 ODFs of ARB processed samples; (a) first pass; (b) second pass; (c) third pass; (d) four pass; (f) six pass.
Fig.2 Fibers developed during ARB processing: (a) α-fiber, (b) β-fiber and (c) τ-fiber
Fig.3 ODFs of conventionally rolled samples: (a)ε=0.8; (b) ε=1.6; (c) ε=2.4; (d) ε=3.2
Fig.4 Comparison of evolution of fibers during conventional rolling and ARB processing at equivalent strain levels: (a) α-fiber, (b) β-fiber and (c) τ-fiber (a represents ARB sample, c represents conventional rolling sample)
Fig.5 TEM micrograph of ARB-processed AA7005 after six pass
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