Table 1 -  representation of local tissue reactions after administration of the tested sutures



Table 2 appearance of local reactions on the days following the application of the tested sutures

gingiva unchanched colour	Catgut	Dexon	Vicryl-rapid	0.46900000000000003	0.46900000000000003	0.46900000000000003	gingival redness	Catgut	Dexon	Vicryl-rapid	0.40600000000000008	0.37500000000000006	0.53100000000000003	gingival redness without subjective symptoms	Catgut	Dexon	Vicryl-rapid	3.1000000000000003E-2	3.1000000000000003E-2	0	gingival redness with edema and subjective symptoms	Catgut	Dexon	Vicryl-rapid	9.4000000000000014E-2	6.2000000000000006E-2	0	Dexon	1	7	14	21	17	16	3	0	Catgut	1	7	14	21	20	17	3	1	Vicryl	1	7	14	21	15	4	0	0	postoperative days
number of dehiscence
